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A synchrotron radiation mirror is subjected to high thermal loads that cause thermal gradients 
and surface distortions. The thermally induced deformations can strongly affect the transmission 
and the energy resolution of insertion device beamlines. We have performed heat transfer 
calculations and mechanical analyses in order to evaluate surface slope errors of a grazing
incidence mirror. The parameters for these calculations have been chosen according to what will 
be a typical working situation at the synchrotron radiation facility of Trieste, presently under 
design. The analysis has been carried out by using the finite element method. 

INTRODUCTION 

The use of storage ring insertion devices as higher-photon 
flux sources gives rise to an increase of power density on 
beamline optical elements. The thermal loads lead to local
ized thermal gradients and induce internal stresses in the 
optical components and distortions of the surfaces. These 
deformations can limit the beamline performance by reduc
ing the photon transmission and the resolving power of mon
ochromators. Calculations, 1,2 carried out with SHADOW,3 an 
optical ray-tracing code, in order to simulate the perfor
mance of monochromators, show that surface slope errors of 
about 1 arcsec reduce the limit energy resolution by a factor 
of -10 and severely affect the transmission of high-energy 
photons. 

In the Elettra design,4 a number ofVUV and soft x-ray 
synchrotron radiation beamlines are planned. In these 
beamlines, a grazing incidence mirror is usually the first op
tical element and, hence, it receives the highest thermal load. 
It is important, therefore, to perform precise calculations for 
estimating the mirror surface figure errors in the presence of 
the thermal load and give indications for possible variations 
of beamline performances. They can also help to define a 
suitable mechanical design. 5-8, In Sec. I, we describe how the 
absorbed power has been calculated according to the Elettra 
parameters. Section II gives a description of the model of a 
Ni mirror. A short specification of how the analysis was 
performed is indicated in Sec. III. Finally, in Sec. IV, results 
and comments are presented. 

I. WORKING CONDITIONS AND THERMAL LOADS 

In the case we have considered, the radiation source is 
an undulator with a period length ..10 = 5.5 cm and number 

of periods N = 100, working at K = 1. The electron beam 
energy is E = 1.5 GeV and the current 0.2 A, 

The radiation cone, defined by a pinhole, has a half
angle 8 0 = 0.042 mrad, corresponding to the central cone 
angular half-width. The mirror is supposed to be located 10 
m away from the radiation source. The beam hits the top 
surface of the mirror at a grazing angle of 3· and forms on it 
an elliptical spot (major half-axis a = 7.6 mm, minor half
axis b = 0.4 mm). 

For a correct evaluation of the thermal power which is 
absorbed by the mirror, we have taken into account the 
change of reflectivity of the material as a function of the 
photon energy. In the case ofnicke1, which we have used in 
our simulation, the spectral reflectivity for a perfectly 
smooth mirror is 80% in the 100-500 eV photon energy 
range; it then goes through two minima corresponding to the 
Lm and Ln edges (853 and 870 eV), to reach a value of 
about 15% and, finally, it decreases to practically zero 
around 2000 eV.9 We have calculated the power density in 
the central cone for each harmonic from the following for
mula: 

dP [ W ] 
dB mrad2 

= 7.297X 1O--9 x y2XN Xl [A] XErleV] XFi(K), 
(1) 

where 

E [GeV] 
r = 0.511 X 10-3 [GeV] 

(2) 

[ U] = 950XE2[GeVJ 
E, e" .., 

Ao[cmJ X (1 + K -/2) 
(fundamental energy), 

(3) 
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( 
X2 )]2 

- J(k 1)12 4 ~ 2K2 for i odd, (4) 

Fi (K) = 0 for i even. (4') 

(In the forward direction the frequency spectrum contains 
only odd harmonics.) 

For a certain number of harmonics (first, third, fifth, 
and seventh), we have evaluated the absorbed fraction of the 
incident power. For the higher-order of harmonics (above 
the ninth), we have considered instead that there is total 
absorption. 

The sum of the obtained values gives the total absorbed 
power; the average value on the irradiated area amounts to 
0.03683 W Imm2

• 

II, MODEL DESCRIPTION 

The mirror is supposed to be bulk nickel, shaped as a 
parallelepiped (140X 60X25 mm3

) and cooled by water at 
20·C running along the whole bottom surface (film coeffi
cient he =7.5xlO- 4 W/mm2 0C). The properties of the 
material are indicated in Table I. 

Under these physical and geometric conditions, a 3D 
twofold symmetric model can be defined. 

The radiation spot size is small compared to the mirror 
dimensions; therefore, in order to achieve a very high accu
racy in the evaluation of the thermal distribution and displa
cements, a high order of mesh refinement is necessary. This 
requirement could make the model too cumbersome from a 
structural point of view, as wen as computationally expen
sive. In order to handle these aspects, the code ABAQUS, 10 

which we have used for our analysis, offers a powerful tool: 
multipoint constraints. This option permits to impose con
straints between different degrees of freedom of the model 
and allows therefore to interface two elements with a single 
one and then to increase, by repeating the process, the size of 
the elements (see Fig. 1 ). For the mesh refinement, we have 
chosen second order 3D elements. 

Using this facility of the program, it has been possible to 
define a mesh of380elements and 2538 nodes (see Fig. 2). It 
should also be noted that no particular care has been taken to 
model the irradiated area, apart from the mesh refinement 
discussed above. In fact, ABAQUS allows to define loading 
conditions for the most general cases. Any predefined load
ing condition can be handled via user subroutine option. So, 
the uniform distributed fiux on the elliptical spot has been set 
by defining the user subroutine DLUX that is able to recog
nize the mesh points hit by the radiation. 

TABLE I. Material properties of nickel 

Thermal Thennal 
Material conductivity expansion 

k (W/mmOC) a(lrC) 
X 10-6 

Ni 0.0889 14.0 
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FIG.!. Multipoint constraints: (a) mesh refinement with second order 3-D 
elements; (b) an example of the used technique of discretization. 

III. HEAT TRANSFER AND MECHANICAL ANALYSIS 
WITH DIFFERENT BOUNDARY CONDITIONS 

A steady-state analysis has been performed in order to 
evaluate the thermal distribution on the mirror. Thereafter, 
the temperature field has been taken as input for the stress 
analysis to obtain the deformed shape of the model. 

We have defined three different kinds of boundary con
ditions, corresponding to various mirror mountings: (1) Y 
and z displacements for two nodes (x = ± 70.0, y = 0.0, 
z = 10.0) are constrained; (2) z displacements for the nodes 
on the bottom surface are constrained; (3) all nodes of the 
lateral surfaces and the bottom one are fully built in. This 

Young's 
modulus 

E(N/mm2) 
X 106 

1.47 

High power beam lines 

Poisson's 
ratio 

v 

0.31 

Figure of 
merit 

a/k 
X10 6 

157.4 

1970 
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FIG. 2. Partial view of the 3-D mesh model. The mesh is thickened in corre
spondence to the irradiated area. 

last condition is the worst case since it leads to maximum top 
surface distortion. 

IV, RESULTS AND DISCUSSION 

Heat transfer analysis gives as maximum value for the 
temperature 20.52 'C, correctly localized in the center of the 
radiation spot. The isotherms have an elliptical shape 
around the irradiated region and tend to become circular far 
away from the center of the mirror. 

In Fig. 3 are indicated the z displacements along the x 

i 
" 
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0 
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x (mm) 

o 5 10 15 20 25 30 
y(mm) 

FIG. 3. (a) Displacements along x axis; (b) displacements along y axis. 
Boundary conditions: iii two nodes (x C~ ± 70, y = 0, z = 10) with COll

strained y and z displacements; .A the nodes on the bottom surface with 
constrained z displacements; • the nodes on the lateral surfaces and the 
bottom one are fully built in. 
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FIG. 4. (a) Slope error along x axis; (b) slope error alongy axis. Boundary 
conditions: II two nodes (x = ± 70, Y ~~ 0, z,~ 10) with constrained y and 
z displacements; ... the nodes on the bottom surface with constrained z dis
placements; • the nodes on the lateral surfaces and the bottom one are fully 
built in. 

and y axis on the top surface for the three kinds of boundary 
conditions. As expected, the deformed shape shows that for 
the third type of boundary conditions, the deformations are 
larger. 

A prominent bump appears exactly where the radiation 
cone hits the mirror. The slope of this bump is the same for 
different constraints, as the slope error curves indicate (see 
Fig. 4). Hence, we can draw a first important conclusion: the 
various boundary conditions do not modify the figure error 
shape in the region of interest and, therefore, the working 
conditions of the mirror remain the same for any different 
mountings, as well as for constraints that change with time 
(as long as the mirror dimensions are large with respect to 
the radiation spot). 

The second important result is that the average slope 
error (in the typical working case we have considered) in the 
irradiated area amounts to -0.3 arcsec, a value that should 
110t dramatically influence the performance of the beamline. 
Further work is in progress in order to evaluate the maxi
mum mirror size that affects the bump shape to verify the 
possibility to reduce the mirror dimensions. Other studies on 
different cooling systems are planned to estimate their influ
ence on the slope errors. 
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