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Abstract: The interest for biodegradable electronic devices is rapidly increasing for application
in the field of wearable electronics, precision agriculture, biomedicine, and environmental
monitoring. Energy storage devices integrated on polymeric substrates are of particular interest
to enable the large-scale on field use of complex devices. This work presents a novel class of
eco-friendly supercapacitors based on biodegradable poly(3-hydroxybutyrrate) PHB, ionic liquids,
and cluster-assembled gold electrodes. By electrochemical characterization, we demonstrate the
possibility of tuning the supercapacitor energetic performance according to the type and amount
of the ionic liquid employed. Our devices based on hydrophobic plastic materials are stable under
cyclic operation and resistant to moisture exposure.

Keywords: green electronics; supercapacitors; polyhydroxyalkanoates; bioplastic; ionic liquids;
supersonic cluster beam deposition; EDLC

1. Introduction

Natural-derived and biodegradable resources and raw materials (such as cellulose or bioplastics)
are increasingly used as building blocks for the development of biodegradable electronics and
robotics [1–4] in fields such as precision agriculture [5], wearable electronics [6,7], biomedicine [8],
and environmental monitoring [9]. A critical aspect for these applications is represented by energy
autonomy, that is the capability of remotely operating and communicating in a continuous mode
without a physical connection to a physical network.

Electrolytic double-layer capacitors (EDLCs) [10] are a particularly performing class of
supercapacitors (SCs) [11–13]; they are usually composed by a liquid or semi-solid electrolyte
sandwiched between (or connecting) a couple of high-surface area electrodes. By the application of an
electric potential difference, the ions of the electrolyte migrate towards the electrodes with an opposite
charge, forming an electrolytic double-layer at the electrode-electrolyte interface. This process is
reversible and supercapacitors can undergo a high number of charge-discharge cycles. The maximum
work potential is limited by the electrochemical stability of the electrolyte (usually between 1
and 4 Volt) [14]. Carbon-derived porous materials are the most employed for the fabrication
of EDLCs electrodes since they combine lightness and high surface area. Activated carbon and
carbon fibres, graphene, single-walled, and multi-walled carbon nanotubes are among the most
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employed [15–21], even if they sometimes present a low electronic conductance and environmental
issues [22]. The lightness of carbon electrodes allows the fabrication of devices characterized by high
values of gravimetric stored energy and delivery power. Nevertheless, their porous structure results
in a large occupied volume, and in recent years, volumetric performances are becoming more and
more crucial for the realization of more compact mobile and portable electrical systems and devices.
The work of Li et al. [23] highlights these aspects and encourages the use of small volume electrodes
for supercapacitors. Concerning the liquid electrolyte media, the most employed are aqueous and
organic: the first have a high ionic conductivity and a low operating voltage [24], while the second
possess a wider electrochemical window of stability, but lower ionic conductivity and high toxicity.
Both evaporate in ambient conditions and are sensitive to environmental humidity, making mandatory
a protection and/or encapsulation [16]. Ionic liquids (ILs) can also be employed as electrolytic
medium [14,15,25]. Despite a lower ionic conductivity, their low vapour pressure makes them stable in
ambient conditions, their electrochemical window can reach 4 Volt, and their cytotoxicity is extremely
low compared to that of traditional organic solvents [26,27]. In recent years, most EDLCs have been
developed with the use of various polymeric matrices blended with liquid electrolytes, resulting in
solid films of gel in which the (solvated) ions are still able to migrate. The all-solid structure avoids the
problem of leakage and is more suited for applications in micro-, soft, and deformable electronics [28].
Gel electrolytes can be obtained with different techniques using various combinations of polymers and
electrolytes. Water containing gels are called hydrogels [29], while ionogels are obtained with ionic
liquids [30]. A three-dimensional polymeric matrix can be achieved with chemical bonds between
different polymeric chains (chemical gels) but also by exploiting low-strength inter-chains interactions
(physical gels) such as dipole-dipole or Van del Waals interactions [31]. The combination with a
polymer typically decreases the ionic conductivity of the electrolyte, but it is a drawback that is worth
to pay in order to obtain a system that can be integrated in a soft and deformable device.

To face the challenge of environmental sustainability, in recent years many researchers focused on
the use of natural-derived and biodegradable polymers as building blocks for EDLCs. Carbohydrates
are the most employed for this purpose, cellulose on top; an exhaustive review on the topic is given
by Zhang et al. [32]. For example, carbon electrodes have been obtained from natural lignin or
wood [33–35], while other works reported biodegradable electrolyte gels from cellulose derivatives,
agarose, or silicates [36–38]. Nevertheless, these supercapacitors absorb the surrounding humidity and
their energetic performance are influenced by the environmental moisture; for this reason, they need to
be protected through encapsulation or sealing. Moisture resistant electrolyte gels would be highly
desirable for the realization of supercapacitors able to stably operate in different environments
without any encapsulation. Among natural polymers, poly(3-hydroxybutyrrate) (PHB) is a polyester
produced by bacteria and readily biodegradable [39–42], never employed before for the development
of supercapacitors. As typical of bioplastic materials, PHB is highly hydrophobic and it can represent a
promising choice for the realization of moisture resistant EDLC supercapacitors.

In this work, we report the synthesis and the electrochemical characterization of moisture
resistant supercapacitors (EDLC type) based on PHB bioplastic. PHB-based ionogels are
obtained by blending PHB powder with three different kinds of ionic liquids: 1-butyl-
3-methylimidazolium bis(trifluoromethylsulfonyl)imide BMIM(TFSI), 1-ethyl-3methylimidazolium
bis(trifluoromethylsulfonyl)imide EMIM(TFSI), and choline bis(trifluoromethylsulfonyl)imide Chol(TFSI).
Gold electrodes are deposited on the surface of the ionogels by means of supersonic cluster beam
deposition (SCBD) [43–50]. The electrochemical characterization highlights the energetic behaviour of
the supercapacitors and shows how the type and the amount of the employed ionic liquid can affect
the resulting properties. The influence of the surrounding humidity was also studied by testing the
supercapacitors in ambient conditions, as well as in inert nitrogen atmosphere.
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2. Materials and Methods

2.1. Materials and Reagents

Purified poly(3-hydroxybutyrate) (PHB) powder was provided by the company Bio-On
Spa. (Via Santa Margherita Al Colle, 10/3, 40136 Bologna BO, Italy). Ionic liquids 1-ethyl-
3methylimidazolium bis(trifluoromethylsulfonyl)imide 99% (EMIM(TFSI)), 1-buthyl-3-methylimidazolium
bis(trifluoromethylsulfonyl)imide 99% (BMIM(TFSI)), and choline bis(trifluoromethylsulfonyl)imide
99% (Chol(TFSI)) were purchased from Iolitec GmbH (Salzstraße 184, 74076 Heilbronn, Germany).
Tetrabuthylammonium fluoride hydrate 98% (TBAF) was purchased from Sigma Aldrich (Via Gallarate,
154, 20151 Milano MI, Italy) and glacial acetic acid from Riedel-de Haen (Charlotte, North Carolina, NC,
US). Gold rods 99.9% were purchased from 8853 Spa (Via Pitagora, 11, 20016 Pero MI, Italy).

2.2. Ionogel Synthesis

Figure 1 reports the chemical structures of the employed reagents. Ionic mixtures were prepared
by dissolving TBAF in the proper ionic liquid at a concentration of 6.85% w/w and keeping it under
magnetic stirring for 24 h. PHB powder was dissolved in acetic acid (50 mg/mL) preheated at 110 ◦C
with the help of an oil bath and a heating plate. After 8 min of magnetic stirring, different amounts of
ionic mixtures were also added, from 1.1 to 2.9 w/w with respect to PHB mass. After another 7 min
of magnetic stirring, the solution was poured into a preheated (for 30 min) aluminum mold over a
surface area of 70 × 25 mm2 and stored in an oven at 105 ◦C. After 30 min, a 50 µm-thick solid film
formed and was then peeled off. Some ionogels were also synthesized without the use of TBAF salt
to have a comparison (in fact, TBAF provides additional ions that can affect the formation of the
electrolytic double-layer. The obtained samples were kept in vacuum for at least 16 h to remove any
residual of acetic acid. The ionogels obtained with the BMIM(TFSI), EMIM(TFSI), and Chol(TFSI) ionic
liquids will be noted as BT, ET, and CT, respectively. The abbreviations of each sample will contain the
corresponding w/w ratio as well (e.g., the sample BT1.7 is the one with BMIM(TFSI) and a mass ratio
of 1.7 between the ionic liquid and PHB). A detailed table of all the ionogels formulation can be found
in the Supplementary Materials (Table S1).
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Figure 1. The chemical structure of the polymeric matrix is shown on the left side of the picture,
while the other additives (ILs and organic salt) are shown on the right side.

The weight of the ionogels (m0) was measured after drying the material in vacuum. To investigate
on their moisture absorption, samples were put inside an incubator (Galaxy S, RSBiotech, provided by
Samson Scientific, 1 Simonsburn Road, Loreny Industrial Estate, Kilmarnock, Ayrshire, Scotland) at
37 ◦C and a humidity level of 95% for 24 h. Their weight was then measured again (mf) and the
moisture absorption was estimated as the difference between mf and m0.
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2.3. Electrode Deposition by Supersonic Cluster Beam Deposition (SCBD)

Cluster-assembled gold electrodes were fabricated on both sides of the ionogels using a Supersonic
cluster beam deposition (SCBD) apparatus equipped with a pulsed microplasma cluster source
(PMCS) [51] (see Figure 2a). Gold clusters produced in the PMCS are seeded in supersonic expansion
of a carrier inert gas (Ar), pass through an aerodynamic focuser [52], and impinge the surface of
the ionogel. The ionogel samples were mounted on a custom-designed sample holder (shown in
Figure 2b,c) inside the deposition chamber. Stencil masks were used to obtain electrodes of 0.8× 0.8 cm2.
A coaxial quartz microbalance was also targeted by the cluster beam in order to measure in real time
the deposited Au mass, which is correlated to the equivalent thickness teq of the deposited layer,
defined as the thickness that such layer should have if deposited on a smooth and rigid substrate.
teq was also checked afterwards with a profilometer (KLA Tencor P-6) on a silicon wafer targeted as
well by the cluster beam. Knowing both the thickness and the mass of the deposited Au layers allowed
to calculate its density as well. The average Au deposition rate was kept at a value of ca. 0.5 nm/s
until a final teq = 150 nm was reached. During all the processes, the pressure in the expansion and
deposition chamber were about 1.0 × 10−7 Torr and 1.0 × 10−5 Torr, respectively. Figure 2d shows a
picture of the resulting PHB-IL-Au supercapacitors.
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Figure 2. (a) Schematic representation of the Supersonic cluster beam deposition (SCBD) apparatus
(not to scale) and its working principle; (b) ionogel samples mounted on the sample holder together
with the stencil masks, before and (c) after the deposition process; (d) examples of the obtained
PHB-IL-Au supercapacitors.

2.4. Morphological Characterization

Scanning electron microscopy (SEM) imaging was performed on the metallized samples using
a FEG-scanning electron microscopy, SEM model Zeiss Supra 40. The morphology of the ionogels
was characterized by atomic force microscopy (AFM) using a Bioscope Catalyst (Bruker) instrument,
operated in Peak-Force Tapping Mode in air. From flattened AFM images, the root-mean-square
surface roughness Rq was calculated as the standard deviation of surface heights. More details are
reported in the Appendix A: experimental details on AFM measurements.
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2.5. Electrochemical Characterization

The electrochemical analysis on the ionogel-Au composites were carried out in a two-electrodes
setup using a Gamry potentiostat (model Reference 600) and a Gamry software, in ambient conditions
and inside a glove box in inert N2 atmosphere (oxygen concentration equal to 0.03 ppm). Soft contacts
were employed to connect the samples to the instrument. A schematic representation of the employed
setup is provided in the Supplementary Materials (Figure S1). Electrochemical impedance spectroscopy
(EIS) was carried out as follows: an AC = 5 mV was superimposed at a DC = 0 V and the scanned
frequency range f was between 1 × 10−2 Hz and 1 × 106 Hz. The equivalent series resistance (ESR)
was obtained from the Nyquist plot by considering the intercept with the X-axis. The double-layer
capacitance Cdl was calculated according Equation (1):

Cdl( f ) =
−Zi( f )

2π f
∣∣∣Z( f )

∣∣∣2 × A
(1)

where Zi is the imaginary component of the impedance, |Z| its modulus, and A is the area of the gold
electrodes. Cyclic voltammetry was performed using a potential range between −2.0 V and +2.0 V at a
scanning rate of 10 mV/s. Galvanostatic Charge and Discharge (GCD) was conducted by charging
the supercapacitors at ∆Vmax values of 1.0 and 1.5 V with current densities i equals to 4, 8, 16, 32, 64,
128, and 256 µA/cm2. The coulombic efficiency CE was calculated as the ratio between the time of
discharge td and the time of charge tc. The capacitance and equivalent series resistance were calculated
according Equations (2) and (3):

Cdl[
F

cm2 ] =
i
[

A
cm2

]
× td [s]

∆Vmax [V]
(2)

ESR
[
Ω × cm2

]
=

∆U [V]

2i [ A
cm2 ]

(3)

where ∆U is the potential drop at the beginning of the discharge [53,54]. Cyclic GCD tests were also
carried out, up to a cycle number of 104. The capacitance retention Cret (%) was calculated as the ratio
between Cn and C0, where C0 is the capacitance during the 3rd cycle and Cn is the capacitance value
obtained at a generic nth cycle. The volumetric stored energy EV and average delivery power PV were
calculated according to Equations (4) and (5) [55]:

EV
[
Wh/dm3

]
=

∫ td
0 i

[
A

cm2

]
× ∆V [V] dt

3600 × VE
[
dm3

] (4)

PV
[
W/dm3

]
=

3600 × EV
[
Wh/dm3

]
td [s]

(5)

where VE is the electrodes’ volume.

3. Results and Discussion

3.1. Supercapacitors Fabrication

Thin ionogel films were obtained through a simple process of solvent casting from acetic acid,
blending together PHB powder and three different kinds of ionic liquids: BMIM(TFSI), EMIM(TFSI),
and Chol(TFSI). They were chosen according to the empirical observation of good miscibility between
PHB and TFSI-anion ionic liquids. Among them, Chol(TFSI) possess the biomolecule choline as
cation and it represents an interesting ingredient in view of a full biodegradable supercapacitor.
Different relative amounts of ionic liquid and the inclusion of TBAF were investigated in order to study
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the effect on the electrochemical properties and energetic performance of the resulting supercapacitors.
The moisture influence was checked after conditioning the samples for 24 h in an incubator at 37 ◦C
with humidity level of 95%. A small increase of about 1–2% of the original mass was observed only for
samples with a higher amount of IL. These bioplastic-based ionogels can then be considered unaffected
by environmental humidity. Each ionogel sample was then provided with a couple of 150 nm-thick
cluster-assembled Au electrodes (in a sandwich geometry) by means of supersonic cluster beam
deposition (SCBD) [43–50]. Cluster-assembled Au electrodes have a granular structure characterized
by a high electrical conductivity typical of gold and a low density of about 8.0 g/cm3 [56]. It was already
demonstrated that supersonically accelerated Au clusters can partially penetrate and implant into the
surface of soft polymeric substrates, leading to a high interfacial area and robust adhesion [52,57],
providing an efficient and stable electrolytic double layer at the electrode-ionogel interface. Beside this,
the SCBD technique is an eco-friendly solvent-free technique that works at room temperature, a great
advantage while dealing with thermolabile natural polymers.

Imaging of the samples BT1.7 and BT2.9 was also carried out by mean of SEM and AFM
techniques. SEM images are reported in Figure 3a,b, showing the ionogels cross-section as well as the
cluster-assembled structure of the electrodes. AFM measurements detected an average roughness of
125 ± 27 nm (BT1.7) (Figure 3c) and 150 ± 26 nm (BT2.9) (Figure 3d) on the surface of ionogel samples
without the electrodes. A finest roughness of 15 ± 3 nm was observed while scanning the samples with
Au cluster-assembled electrodes (Figure 3e), which is due to the organization of the gold clusters on
the ionogel. No significant differences were spotted in the morphology of the samples with different
amounts of ionic liquid.
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Figure 3. (a) Scanning electron microscopy (SEM) image showing the cross-section of supercapacitor
BT1.7; (b) SEM image focusing on the electrodes cross-section; (c,d) atomic force microscopy (AFM)
images of the ionogels surfaces BT1.7 and BT 2.9 (respectively); (e) AFM image of the gold surface
deposited on top of the ionogel BT1.7.

3.2. Electrochemical Characterization

Initially, all samples underwent electronic impedance spectroscopy in ambient conditions in
order to obtain a preliminary screening on their double layer capacitance Cdl and equivalent series
resistance ESR (directly related to their maximum stored energy and power delivery, respectively).
Figure 4a reports the Nyquist plots obtained from samples with the BMIM(TFSI) ionic liquid. At high
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frequencies, we observe a semicircle typical of RC (resistor-capacitor) series, due to the contribution
of ESR and the dielectric capacitance (present in any solid electrolyte). The vertical trend at lower
frequencies is associated with the Cdl typical of supercapacitors, that was calculated according to
Equation (1). All the samples with BMIM(TFSI) resulted in curves with the same profile, but those with
a higher amount of IL (ionic liquid) possessed lower impedance values (in both real and imaginary
components). Figure 4b is related to the sample BT2.9 and it shows the profile of Cdl and the phase
delay according to the applied frequency. Histograms reporting a summary of Cdl and ESR for all
samples investigated (with different IL, as well as w/o TBAF salt) are reported in Figure 4c,d.

1 

 

 

Figure 4 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 4. (a) Nyquist plots of the samples with the BMIM(TFSI) ionic liquid; (b) Bode plot of the
sample BT2.9, showing the double layer capacitance and the current phase according to the frequency
of the applied AC; (c,d) capacitance and equivalent series resistance (ESR) (respectively) of all tested
supercapacitors, calculated from Electrochemical impedance spectroscopy (EIS) characterization.

As expected, higher amounts of ionic liquid led to lower ESR and higher Cdl. ESR values also
varied in the range between 102 and 104 Ω × cm2, accordingly to the ionic resistivity of the employed
ILs: EMIM(TFSI) < BMIM(TFSI) < Chol(TFSI). Cdl varied as well in a range between 73 and 134 µF/cm2,
in relation to the size of the ionic liquids cations BMIM > EMIM > Chol: the smaller the cation,
the higher the capacitance value [25]. In all the examined cases, the addition of TBAF leads to an
increase of ESR, as a consequence of two possible effects. The introduction of the new ammonium
cation (TBA+) and fluoride anion (F−) anion changed the crystalline/liquid equilibrium of the ionic
phase resulting in a lower ionic migration. As TBA+ and F− ions are smaller than the ions of the IL,
they can penetrate inside the smaller pores of the electrodes, leading to an increase of ESR. The small
size of TBAF ions also resulted in a higher double-layer capacitance Cdl, especially for the samples
with BMIM(TFSI) ionic liquid, reaching maximum values of about 400 µF/cm2. The same EIS analysis
was also carried out on all the samples in inert nitrogen atmosphere and no differences were spotted.
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As expected, the electrochemical behaviour of these bioplastic based EDLCs showed to be unaffected
by environmental humidity.

Cyclic voltammetry (CV) was then carried out on all samples to detect their window of
electrochemical stability. Figure 5 reports the curves obtained from representative samples with
BMIM(TFSI) ionic liquid. All of them showed electrochemical reactions of the ionogel with an applied
potential difference of about 2 V, implying that they cannot operate like supercapacitors at higher
potentials. The sample BT1.7 w/o the organic salt (dashed line) showed the flattest capacitive window
between ±1.5 V, while the addition of TBAF led to the presence of small broad peaks at low applied
potential differences. They are likely due to fast electrochemical redox or adsorption involving the ions
of TBAF and the ionogel-electrode interface. As can be seen, the larger the salt amount, the highest
the peaks. Nevertheless, these phenomena did not prevent the overall capacitive behaviour of the
supercapacitors with TBAF, as it can be seen below. CV was also carried out on the samples with
the EMIM(TFSI) and Chol(TFSI) ionic liquids, showing a similar behaviour. The experiments were
repeated in inert nitrogen atmosphere and no differences were found. A representative plot is reported
in the Supplementary Materials (Figure S2).
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Figure 5. Cyclic voltammetry of the samples with BMIM(TFSI) ionic liquid, collected at 10 mV/s.

Galvanostatic charge and discharge (GCD) experiments were then carried out to test
supercapacitor’s performances in a real operating regime. Figure 6a,b show the GCD curves of
the sample BT1.7, with an applied current densities iA of 8, 16 and 32 µA/cm2 and up to a maximum
potential Vmax of 1.5 V and 1.0 V. The traditional triangular shape was observed for both the value
of ∆Vmax; as expected, the time required for charge ∆tc and discharge ∆td showed to increase for
higher values of ∆Vmax and iA. The values of Cdl, ESR, and coulombic efficiency (CE) were calculated
from the curves according to Equations (2) and (3), and they are reported in the graphs in Figure 6e,f.
It can be seen how the capacitance increased for lower applied currents while the ESR was more
constant. Working at 1.0 V or 1.5 V did not significantly change their values. The coulombic efficiency
at 1.0 V had an average value of 96.5% while it decreased to 85.0% at 1.5 V. We assumed that small
non-reversible redox processes occurred between 1.0 and 1.5 V, reducing the coulombic efficiency but
not preventing the supercapacitors to properly work.
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 Figure 6. Galvanostatic charge and discharge (GCD) curves of: (a,b) BT1.7 at iA = 8, 16, 32 µA/cm2 and
∆Vmax =1.5 V and 1 V, respectively; (c) BT at different concentration at iA = 8 µA/cm2 and ∆Vmax = 1 V;
(d) different ILs at the same concentration (1.7), iA = 8 µA/cm2 and ∆Vmax = 1V. (e,f) Cdl, ESR and
coulombic efficiency (CE) calculated for BT1.7 at different applied currents; (g,h) Capacitance and
ESR (respectively) of all supercapacitors, calculated from GCD characterization (∆Vmax = 1.0 V and
iA = 8 µA/cm2).

The same GCD characterization was carried out on all the other samples. Figure 6c reports the
curves of supercapacitors with BMIM(TFSI) as ionic liquid at different concentrations (∆Vmax = 1.0 V
and iA = 8 µA/cm2). From the graphs, it is clear that the samples with more ionic liquid took more time
to charge and discharge and they can store a higher amount of energy. Figure 6d reports a comparison
of GCD plots of samples with different IL but at the same concentration. The overall values of Cdl

and ESR of all the samples, calculated from GCD plots, are coherent with those obtained through EIS
measurements and are reported in Figure 6g,h.

Figure 7a–c reports the calculated CE values at 8 and 64 µA/cm2 up to ∆Vmax of 1.0 and 1.5 V.
At higher applied currents, samples with a low amount of ionic liquid showed CE values almost always
higher than 90%. This value decreased for ∆Vmax = 1.5 V and lower currents, confirming that the ionic
liquid is involved in small redox processes occurring near 1.5 V, causing some irreversible capacity
loss. Consistently, this phenomenon is more pronounced for those samples with higher loadings of
ionic liquid, leading to lower values of CE, down to 70% ca. This behaviour was the same regardless
the type of IL. In this case too, GCD analyses were repeated in an inert atmosphere of N2 and no
significant differences were observed. The cyclic stability of samples BT1.7 and BT2.9 was also tested
(Figure 7d). After 104 cycles, the capacitance retention dropped to 85% for BT1.7 and to 65% for BT2.9.
This can be explained by assuming a slow electrochemical degradation of the ions, as also observed
by cyclic voltammetry. Instead, the coulombic efficiency increased, slightly surpassing the original
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value (CE > 100.0%), probably due to a gradual rearrangement of the soft ionogel-Au clusters interface.
The maximum storable energy E and the average delivery power P of EDLCs were calculated and
normalized per the electrode’s volume (according to Equations (4) and (5)), since volumetric hindrance
is of primary importance for microelectronics applications. Figure 7e shows a typical Ragone plot that
reports EV and PV values for the supercapacitors with the highest loading of ionic liquid. The different
formulations cover a wide area with energies ranging from about 0.2 to 4 Wh/dm3 and powers from
38 W/dm3 to 3.6 kW/dm3. As expected, the values increased when ∆Vmax passed from 1.0 to 1.5 V.
Consistently with previous measurements, the samples with BMIM(TFSI) can store the higher amount
of energy, while those with EMIM(TFSI) are the more suited to operate in a high-power regime.
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Figure 7. (a–c) CE values extracted from GCD curves with ∆Vmax = 1.0 and 1.5 V and iA = 8 and 64
µA/cm2 as function of IL concentration; (d) CE and Cretention values tested under 1 × 104 working
cycles (∆Vmax = 1.0 V and iA = 64 µA/cm2); (e) Ragone plot reporting the volumetric energy EV and the
average delivery power PV obtained from the samples with the higher loading of ionic liquid (BT2.9,
ET2.9, CT2.9). All measurements have been taken in air environment.

The results of the electrochemical characterization show that a bioplastic polymer like PHB can be
blended with different ionic liquids to develop EDLC devices, able to stably operate at 1.5 V for 104 cycle
without being affected by environmental humidity. By varying the amount and the type of the IL, the
properties and the performances of the supercapacitors can be tuned over a wide range. In particular,
the BMIM(TFSI)-TBAF ionic mixture was the one able to provide the higher Cdl (750 µF/cm2), while the
EMIM(TFSI) conferred the lowest ESR (ca. 600 Ω × cm2). Chol(TFSI) was instead the ionic liquid that
allowed to obtain the safer ionogels thanks to the natural origin of the choline cation. The obtained
energy and average delivery power densities, up to 4 Wh/dm3 and 3.6 kW/dm3 are comparable or even
better than those of many ionogel-based supercapacitors developed in recent years. As an example,
similar ionic liquids have been employed to develop solid supercapacitors by Tiruye et al. [54] and
Gunday et al [58]. In their works, the electrodes are mainly composed by extremely light active
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carbon and they could reach high values of specific stored energy (10–40 Wh/kg) and delivery power
(ca. 1 kW/kg). But considering the volume of the electrodes instead of their mass, the volumetric
energy and power result to be ca. 10 Wh/dm3 and ca. 0.4 kW/dm3, respectively. Pandey et al. [59]
and Ortega et al. [60] also reported about supercapacitors obtained with imidazolium-based ionic
liquids and multi-walled carbon nanotubes electrodes, characterized by specific stored energies of
20–30 Wh/kg and delivery powers of 1–20 kW/kg. Their electrodes need to be coupled with conductive
metallic foils of aluminum or graphite and then the volumetric energy and power values drop down to
1–6 Wh/dm3 and 0.2–0.9 kW/dm3, respectively. Moreover, they were obtained with ionogels based
on polyvinilidene fluoride (PVDF), a non-degradable synthetic polymer, processed with pollutant
organic solvents.

The supercapacitors reported in this work are based instead on natural-derived biodegradable
PHB and the cluster-assembled Au electrodes are deposited directly on the surface of the ionogels,
without the need to be coupled with further conductive support electrodes. Moreover, acetic acid is the
only solvent employed in the whole fabrication process. Concerning the energetic performances, further
improvements could be reached with the integration of high-surface area carbon-based electrodes.
For example, thin and highly porous carbon films can be deposited on the surface of the ionogels by
means of supersonic cluster beam deposition technique [61]. Active carbon and carbon nanotubes
could also be employed: they can be added to the PHB-IL mixture and casted from acetic acid to form
bucky gel electrodes [62].

4. Conclusions

This work demonstrates that solid supercapacitors based on biodegradable natural-derived
linear polyester as the poly(3-hydroxybutyrrate) PHB can be produced by a facile and fast fabrication
process, blending the polymer with different ionic liquids and providing thin Au electrodes with
SCBD technique. The developed devices are resistant to environmental humidity, suggesting that they
can operate in various environments without encapsulation. Moreover, the electrochemical analyses
allowed to deeply understand the role and the effect of the different amount and type of ionic liquid,
as well as TBAF. Based on a biodegradable polymer, these findings represent an innovative solution in
the field of eco-friendly organic electronics with a potential focus for mobile and portable electronics
industries, where compact devices, rather than lightweight, are the preferred choice. Novel applications
of this type are being currently developed in our laboratories [63].

5. Patents

Flexible, biodegradable, and biocompatible supercondenser. P. Saettone, G. Generali, T.
Santaniello, L. Migliorini, P. Milani, M. Cifelli, I. Monaco, M. Comes Franchini. WO2020109841
(A1). Applicant Bio-On spa.
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Appendix A

Experimental Details on AFM Measurements

The morphology of the ionogels was characterized by Atomic Force Microscopy (AFM) using a
Bioscope Catalyst (Bruker) instrument, operated in Peak-Force Tapping Mode in air; it is equipped
with silicon nitride cantilevers mounting single crystal silicon tips (with nominal radius of 8–12 nm),
characterized by a resonance frequency in the range 50–90 kHz and force constant k = 0.4 N/m.
Several images were acquired with a scan rate of 0.5 Hz and sampling resolution of ~1 nm/pixel,
in order to characterize the morphology of the interface. The images were flattened by line-by-line
subtraction of first and second order polynomials in order to remove artifacts due to sample tilt and
scanner bow. From flattened AFM images, the root-mean-square surface roughness Rq was calculated
as the standard deviation of surface heights. The correlation length ξ, i.e., the characteristic length over
which two randomly chosen points on the surface have uncorrelated heights, is calculated as the decay
length of the height correlation function; ξ represents a statistical estimation of the width of the largest
surface pores.

References

1. Agate, S.; Joyce, M.; Lucia, L.; Pal, L. Cellulose and nanocellulose-based flexible-hybrid printed electronics
and conductive composites–A review. Carbohydr. Polym. 2018, 198, 249–260. [CrossRef]

2. Xu, W.; Xu, Q.; Huang, Q.; Tan, R.; Shen, W.; Song, W. Electrically conductive silver nanowires-filled
methylcellulose composite transparent films with high mechanical properties. Mater. Lett. 2015, 152, 173–176.
[CrossRef]

3. Rossiter, J.; Winfield, J.; Ieropoulos, I. Here today, gone tomorrow: Biodegradable soft robots. Electroact. Polym.
Actuators Devices (EAPAD) 2016 2016, 9798, 97981S. [CrossRef]

4. Walker, S.; Rueben, J.; Van Volkenburg, T.; Hemleben, S.; Grimm, C.; Simonsen, J.; Mengüç, Y. Using an
environmentally benign and degradable elastomer in soft robotics. Int. J. Intell. Robot. Appl. 2017, 1, 124–142.
[CrossRef]

5. Pedersen, S.M.; Fountas, S.; Have, H.; Blackmore, B.S. Agricultural robots—System analysis and economic
feasibility. Precis. Agric. 2006, 7, 295–308. [CrossRef]

6. Amjadi, M.; Kyung, K.-U.; Park, I.; Sitti, M. Stretchable, Skin-Mountable, and Wearable Strain Sensors and
Their Potential Applications: A Review. Adv. Funct. Mater. 2016, 26, 1678–1698. [CrossRef]

7. Liu, H.; Qing, H.; Li, Z.; Han, Y.L.; Lin, M.; Yang, H.; Li, A.; Lu, T.J.; Li, F.; Xu, F. Paper: A promising material
for human-friendly functional wearable electronics. Mater. Sci. Eng. R Rep. 2017, 112, 1–22. [CrossRef]

8. Boutry, C.M.; Kaizawa, Y.; Schroeder, B.C.; Chortos, A.; Legrand, A.; Wang, Z.; Chang, J.; Fox, P.; Bao, Z.
A stretchable and biodegradable strain and pressure sensor for orthopaedic application. Nat. Electron. 2018,
1, 314–321. [CrossRef]

9. Švorc, L’.; Rievaj, M.; Bustin, D. Green electrochemical sensor for environmental monitoring of pesticides:
Determination of atrazine in river waters using a boron-doped diamond electrode. Sens. Actuators B Chem.
2013, 181, 294–300. [CrossRef]

10. Sharma, P.; Bhatti, T. A review on electrochemical double-layer capacitors. Energy Convers. Manag. 2010, 51,
2901–2912. [CrossRef]

11. Vangari, M.; Pryor, T.; Jiang, L. Supercapacitors: Review of Materials and Fabrication Methods. J. Energy Eng.
2013, 139, 72–79. [CrossRef]

12. González, A.; Goikolea, E.; Barrena, J.A.; Mysyk, R. Review on supercapacitors: Technologies and materials.
Renew. Sustain. Energy Rev. 2016, 58, 1189–1206. [CrossRef]

13. Zhang, L.; Hu, X.; Wang, Z.; Sun, F.; Dorrell, D.G. A review of supercapacitor modeling, estimation, and
applications: A control/management perspective. Renew. Sustain. Energy Rev. 2018, 81, 1868–1878. [CrossRef]

14. Salanne, M. Ionic Liquids for Supercapacitor Applications. Top. Curr. Chem. 2017, 375, 63. [CrossRef]
[PubMed]

http://dx.doi.org/10.1016/j.carbpol.2018.06.045
http://dx.doi.org/10.1016/j.matlet.2015.03.111
http://dx.doi.org/10.1117/12.2220611
http://dx.doi.org/10.1007/s41315-017-0016-8
http://dx.doi.org/10.1007/s11119-006-9014-9
http://dx.doi.org/10.1002/adfm.201504755
http://dx.doi.org/10.1016/j.mser.2017.01.001
http://dx.doi.org/10.1038/s41928-018-0071-7
http://dx.doi.org/10.1016/j.snb.2013.02.036
http://dx.doi.org/10.1016/j.enconman.2010.06.031
http://dx.doi.org/10.1061/(ASCE)EY.1943-7897.0000102
http://dx.doi.org/10.1016/j.rser.2015.12.249
http://dx.doi.org/10.1016/j.rser.2017.05.283
http://dx.doi.org/10.1007/s41061-017-0150-7
http://www.ncbi.nlm.nih.gov/pubmed/28560657


Nanomaterials 2020, 10, 2062 13 of 15

15. Huang, P.-L.; Luo, X.-F.; Peng, Y.-Y.; Pu, N.-W.; Ger, M.-D.; Yang, C.-H.; Wu, T.-Y.; Chang, J.-K. Ionic Liquid
Electrolytes with Various Constituent Ions for Graphene-based Supercapacitors. Electrochim. Acta 2015, 161,
371–377. [CrossRef]

16. Kovalska, E.; Kocabas, C. Organic electrolytes for graphene-based supercapacitor: Liquid, gel or solid.
Mater. Today Commun. 2016, 7, 155–160. [CrossRef]

17. Iro, Z.S. A Brief Review on Electrode Materials for Supercapacitor. Int. J. Electrochem. Sci. 2016, 10628–10643.
[CrossRef]

18. Wang, R.; Wang, Q.-R.; Yao, M.-J.; Chen, K.-N.; Wang, X.-Y.; Liu, L.-L.; Niu, Z.; Chen, J. Flexible ultrathin
all-solid-state supercapacitors. Rare Met. 2018, 37, 536–542. [CrossRef]

19. Niu, Z.; Zhang, L.; Liu, L.; Zhu, B.; Dong, H.; Chen, X. All-Solid-State Flexible Ultrathin Micro-Supercapacitors
Based on Graphene. Adv. Mater. 2013, 25, 4035–4042. [CrossRef] [PubMed]

20. Pu, X.; Liu, M.; Li, L.; Han, S.; Li, X.; Jiang, C.; Du, C.; Luo, J.; Hu, W.; Wang, Z.L. Wearable Textile-Based
In-Plane Microsupercapacitors. Adv. Energy Mater. 2016, 6, 1601254. [CrossRef]

21. Wu, G.; Tan, P.; Wang, D.; Li, Z.; Peng, L.; Hu, Y.; Wang, C.; Zhu, W.; Chen, S.; Chen, W. High-performance
Supercapacitors Based on Electrochemical-induced Vertical-aligned Carbon Nanotubes and Polyaniline
Nanocomposite Electrodes. Sci. Rep. 2017, 7, 43676. [CrossRef]

22. Aschberger, K.; Johnston, H.J.; Stone, V.; Aitken, R.J.; Hankin, S.; Peters, S.A.K.; Tran, C.L.; Christensen, F.M.
Review of carbon nanotubes toxicity and exposure—Appraisal of human health risk assessment based on
open literature. Crit. Rev. Toxicol. 2010, 40, 759–790. [CrossRef]

23. Li, H.; Qi, C.; Tao, Y.; Liu, H.; Wang, D.-W.; Li, F.; Yang, Q.-H.; Cheng, H.-M. Quantifying the Volumetric
Performance Metrics of Supercapacitors. Adv. Energy Mater. 2019, 9, 1900079. [CrossRef]

24. Zhu, C.; Liu, T.; Qian, F.; Han, T.Y.-J.; Duoss, E.B.; Kuntz, J.D.; Spadaccini, C.M.; Worsley, M.A.; Li, Y.
Supercapacitors Based on Three-Dimensional Hierarchical Graphene Aerogels with Periodic Macropores.
Nano Lett. 2016, 16, 3448–3456. [CrossRef] [PubMed]

25. Zhang, S.; Sun, N.; He, X.; Lu, X.; Zhang, S. Physical Properties of Ionic Liquids: Database and Evaluation.
J. Phys. Chem. Ref. Data 2006, 35, 1475–1517. [CrossRef]

26. Quijano, G.; Couvert, A.; Amrane, A.; Darracq, G.; Couriol, C.; Le Cloirec, P.; Paquin, L.; Carrié, D. Toxicity
and biodegradability of ionic liquids: New perspectives towards whole-cell biotechnological applications.
Chem. Eng. J. 2011, 174, 27–32. [CrossRef]

27. Matsumoto, M.; Mochiduki, K.; Kondo, K. Toxicity of ionic liquids and organic solvents to lactic
acid-producing bacteria. J. Biosci. Bioeng. 2004, 98, 344–347. [CrossRef]

28. Dubal, D.P.; Chodankar, N.R.; Kim, D.-H.; Gomez-Romero, P. Towards flexible solid-state supercapacitors for
smart and wearable electronics. Chem. Soc. Rev. 2018, 47, 2065–2129. [CrossRef]

29. Calvert, P. Hydrogels for Soft Machines. Adv. Mater. 2009, 21, 743–756. [CrossRef]
30. Le Bideau, J.; Viau, L.; Vioux, A. Ionogels, ionic liquid based hybrid materials. Chem. Soc. Rev. 2011, 40,

907–925. [CrossRef]
31. Osada, Y.; Khokhlov, A. Polymer Gels and Networks; CRC Press: Boca Raton, FL, USA, 2001. [CrossRef]
32. Lai, W.-Y.; Wang, Y.; Cheng, T.; Lai, W.-Y.; Pang, H.; Huang, W. Flexible supercapacitors based on paper

substrates: A new paradigm for low-cost energy storage. Chem. Soc. Rev. 2015, 44, 5181–5199. [CrossRef]
33. Li, H.; Yuan, D.; Tang, C.; Wang, S.; Sun, J.; Li, Z.; Tang, T.; Wang, F.; Gong, H.; He, C.

Lignin-derived interconnected hierarchical porous carbon monolith with large areal/volumetric capacitances
for supercapacitor. Carbon 2016, 100, 151–157. [CrossRef]

34. Chen, C.; Zhang, Y.; Li, Y.; Dai, J.; Song, J.; Yao, Y.; Gong, Y.; Kierzewski, I.; Xie, J.; Hu, L. All-wood, low
tortuosity, aqueous, biodegradable supercapacitors with ultra-high capacitance. Energy Environ. Sci. 2017,
10, 538–545. [CrossRef]

35. Niu, Q.; Guo, Y.; Gao, K.; Shao, Z. Polypyrrole/cellulose nanofiber aerogel as a supercapacitor electrode
material. RSC Adv. 2016, 6, 109143–109149. [CrossRef]

36. Mantravadi, R.; Chinnam, P.R.; Dikin, D.A.; Wunder, S.L. High Conductivity, High Strength Solid Electrolytes
Formed by in Situ Encapsulation of Ionic Liquids in Nanofibrillar Methyl Cellulose Networks. ACS Appl.
Mater. Interfaces 2016, 8, 13426–13436. [CrossRef]

37. Moon, W.G.; Kim, G.-P.; Lee, M.; Song, H.D.; Yi, J. A Biodegradable Gel Electrolyte for Use in High-Performance
Flexible Supercapacitors. ACS Appl. Mater. Interfaces 2015, 7, 3503–3511. [CrossRef]

http://dx.doi.org/10.1016/j.electacta.2015.02.115
http://dx.doi.org/10.1016/j.mtcomm.2016.04.013
http://dx.doi.org/10.20964/2016.12.50
http://dx.doi.org/10.1007/s12598-018-1034-x
http://dx.doi.org/10.1002/adma.201301332
http://www.ncbi.nlm.nih.gov/pubmed/23716279
http://dx.doi.org/10.1002/aenm.201601254
http://dx.doi.org/10.1038/srep43676
http://dx.doi.org/10.3109/10408444.2010.506638
http://dx.doi.org/10.1002/aenm.201900079
http://dx.doi.org/10.1021/acs.nanolett.5b04965
http://www.ncbi.nlm.nih.gov/pubmed/26789202
http://dx.doi.org/10.1063/1.2204959
http://dx.doi.org/10.1016/j.cej.2011.07.055
http://dx.doi.org/10.1016/S1389-1723(04)00293-2
http://dx.doi.org/10.1039/C7CS00505A
http://dx.doi.org/10.1002/adma.200800534
http://dx.doi.org/10.1039/C0CS00059K
http://dx.doi.org/10.1201/9780203908396
http://dx.doi.org/10.1039/c5cs00174a
http://dx.doi.org/10.1016/j.carbon.2015.12.075
http://dx.doi.org/10.1039/C6EE03716J
http://dx.doi.org/10.1039/C6RA23216G
http://dx.doi.org/10.1021/acsami.6b02903
http://dx.doi.org/10.1021/am5070987


Nanomaterials 2020, 10, 2062 14 of 15

38. Oraon, R.; De Adhikari, A.; Tiwari, S.K.; Nayak, G.C. Enhanced Specific Capacitance of Self-Assembled
Three-Dimensional Carbon Nanotube/Layered Silicate/Polyaniline Hybrid Sandwiched Nanocomposite for
Supercapacitor Applications. ACS Sustain. Chem. Eng. 2016, 4, 1392–1403. [CrossRef]

39. Boyandin, A.N.; Prudnikova, S.V.; Karpov, V.A.; Ivonin, V.N.; Ðỗ, N.L.; Nguyễn, T.H.; Lê, T.M.H.; Filichev, N.L.;
Levin, A.L.; Filipenko, M.L.; et al. Microbial degradation of polyhydroxyalkanoates in tropical soils.
Int. Biodeterior. Biodegrad. 2013, 83, 77–84. [CrossRef]

40. Polyhydroxyalkanoate (PHA) based Blends, Composites and Nanocomposites. Green Chem. Ser. 2014, 1–17.
[CrossRef]

41. Ansari, S.; Fatma, T. Cyanobacterial Polyhydroxybutyrate (PHB): Screening, Optimization and
Characterization. PLoS ONE 2016, 11, e0158168. [CrossRef]

42. Emadian, S.M.; Onay, T.T.; Demirel, B. Biodegradation of bioplastics in natural environments. Waste Manag.
2017, 59, 526–536. [CrossRef] [PubMed]

43. Wegner, K.; Piseri, P.; Tafreshi, H.V.; Milani, P. Cluster beam deposition: A tool for nanoscale science and
technology. J. Phys. D Appl. Phys. 2006, 39, R439–R459. [CrossRef]

44. Soavi, F.; Bettini, L.G.; Piseri, P.; Milani, P.; Santoro, C.; Atanassov, P.; Arbizzani, C. Miniaturized
supercapacitors: Key materials and structures towards autonomous and sustainable devices and systems.
J. Power Sources 2016, 326, 717–725. [CrossRef] [PubMed]

45. Bettini, L.G.; Bellacicca, A.; Piseri, P.; Milani, P. Supersonic cluster beam printing of carbon
microsupercapacitors on paper. Flex. Print. Electron. 2017, 2, 025002. [CrossRef]

46. Santaniello, T.; Migliorini, L.; Yan, Y.; Lenardi, C.; Milani, P. Supersonic cluster beam fabrication of
metal–ionogel nanocomposites for soft robotics. J. Nanopart. Res. 2018, 20, 250. [CrossRef]

47. Yan, Y.; Santaniello, T.; Bettini, L.G.; Minnai, C.; Bellacicca, A.; Porotti, R.; Denti, I.; Faraone, G.; Merlini, M.;
Lenardi, C.; et al. Electroactive Ionic Soft Actuators with Monolithically Integrated Gold Nanocomposite
Electrodes. Adv. Mater. 2017, 29, 1606109. [CrossRef] [PubMed]

48. Santaniello, T.; Migliorini, L.; Borghi, F.; Yan, Y.; Rondinini, S.; Lenardi, C.; Milani, P. Spring-like electroactive
actuators based on paper/ionogel/metal nanocomposites. Smart Mater. Struct. 2018, 27, 065004. [CrossRef]

49. Villa, S.M.; Mazzola, V.M.; Santaniello, T.; Locatelli, E.; Maturi, M.; Migliorini, L.; Monaco, I.; Lenardi, C.;
Franchini, M.C.; Milani, P. Soft Piezoionic/Piezoelectric Nanocomposites Based on Ionogel/BaTiO3
Nanoparticles for Low Frequency and Directional Discriminative Pressure Sensing. ACS Macro Lett.
2019, 8, 414–420. [CrossRef]

50. Migliorini, L.; Santaniello, T.; Rondinini, S.; Saettone, P.; Franchini, M.C.; Lenardi, C.; Milani, P. Bioplastic
electromechanical actuators based on biodegradable poly(3-hydroxybutyrate) and cluster-assembled gold
electrodes. Sens. Actuators B Chem. 2019, 286, 230–236. [CrossRef]

51. Barborini, E.; Piseri, P.; Milani, P. A pulsed microplasma source of high intensity supersonic carbon cluster
beams. J. Phys. D Appl. Phys. 1999, 32, L105–L109. [CrossRef]

52. Borghi, F.; Melis, C.; Ghisleri, C.; Podestà, A.; Ravagnan, L.; Colombo, L.; Milani, P. Stretchable nanocomposite
electrodes with tunable mechanical properties by supersonic cluster beam implantation in elastomers.
Appl. Phys. Lett. 2015, 106, 121902. [CrossRef]

53. Vicentini, R.; Da Silva, L.M.; Junior, E.P.C.; Alves, T.A.; Nunes, W.G.; Zanin, H. How to Measure and Calculate
Equivalent Series Resistance of Electric Double-Layer Capacitors. Molecules 2019, 24, 1452. [CrossRef]
[PubMed]

54. Tiruye, G.A.; Muñoz-Torrero, D.; Palma, J.; Anderson, M.; Marcilla, R. Performance of solid state
supercapacitors based on polymer electrolytes containing different ionic liquids. J. Power Sources 2016, 326,
560–568. [CrossRef]

55. Westover, A.S.; Tian, J.W.; Bernath, S.; Oakes, L.; Edwards, R.; Shabab, F.N.; Chatterjee, S.; Anilkumar, A.V.;
Pint, C.L. A Multifunctional Load-Bearing Solid-State Supercapacitor. Nano Lett. 2014, 14, 3197–3202.
[CrossRef]

56. Mirigliano, M.; Borghi, F.; Podesta’, A.; Antidormi, A.; Colombo, L.; Milani, P. Non-ohmic behavior and
resistive switching of Au cluster-assembled films beyond the percolation threshold. Nanoscale Adv. 2019, 1,
3119–3130. [CrossRef]

57. Ghisleri, C.; Borghi, F.; Ravagnan, L.; Podestà, A.; Melis, C.; Colombo, L.; Milani, P. Patterning of
gold–polydimethylsiloxane (Au–PDMS) nanocomposites by supersonic cluster beam implantation. J. Phys.
D Appl. Phys. 2013, 47, 015301. [CrossRef]

http://dx.doi.org/10.1021/acssuschemeng.5b01389
http://dx.doi.org/10.1016/j.ibiod.2013.04.014
http://dx.doi.org/10.1039/9781782622314
http://dx.doi.org/10.1371/journal.pone.0158168
http://dx.doi.org/10.1016/j.wasman.2016.10.006
http://www.ncbi.nlm.nih.gov/pubmed/27742230
http://dx.doi.org/10.1088/0022-3727/39/22/R02
http://dx.doi.org/10.1016/j.jpowsour.2016.04.131
http://www.ncbi.nlm.nih.gov/pubmed/27642225
http://dx.doi.org/10.1088/2058-8585/aa699c
http://dx.doi.org/10.1007/s11051-018-4352-x
http://dx.doi.org/10.1002/adma.201606109
http://www.ncbi.nlm.nih.gov/pubmed/28417488
http://dx.doi.org/10.1088/1361-665X/aabc32
http://dx.doi.org/10.1021/acsmacrolett.8b01011
http://dx.doi.org/10.1016/j.snb.2019.01.141
http://dx.doi.org/10.1088/0022-3727/32/21/102
http://dx.doi.org/10.1063/1.4916350
http://dx.doi.org/10.3390/molecules24081452
http://www.ncbi.nlm.nih.gov/pubmed/31013767
http://dx.doi.org/10.1016/j.jpowsour.2016.03.044
http://dx.doi.org/10.1021/nl500531r
http://dx.doi.org/10.1039/C9NA00256A
http://dx.doi.org/10.1088/0022-3727/47/1/015301


Nanomaterials 2020, 10, 2062 15 of 15

58. Gunday, S.T.; Cevik, E.; Yusuf, A.; Bozkurt, A. Nanocomposites composed of sulfonated polysulfone/hexagonal
boron nitride/ionic liquid for supercapacitor applications. J. Energy Storage 2019, 21, 672–679. [CrossRef]

59. Pandey, G.; Hashmi, S. Performance of solid-state supercapacitors with ionic liquid 1-ethyl-3-methylimidazolium
tris(pentafluoroethyl) trifluorophosphate based gel polymer electrolyte and modified MWCNT electrodes.
Electrochim. Acta 2013, 105, 333–341. [CrossRef]

60. Ortega, P.F.; Trigueiro, J.P.C.; Silva, G.G.; Lavall, R.L. Improving supercapacitor capacitance by using a novel
gel nanocomposite polymer electrolyte based on nanostructured SiO2, PVDF and imidazolium ionic liquid.
Electrochim. Acta 2016, 188, 809–817. [CrossRef]

61. Borghi, F.; Milani, M.; Bettini, L.G.; Podestà, A.; Milani, P. Quantitative characterization of the interfacial
morphology and bulk porosity of nanoporous cluster-assembled carbon thin films. Appl. Surf. Sci. 2019, 479,
395–402. [CrossRef]

62. Singh, M.K.; Kumar, Y.; Hashmi, S. ‘Bucky gel’ of multiwalled carbon nanotubes as electrodes for high
performance, flexible electric double layer capacitors. Nanotechnology 2013, 24, 465704. [CrossRef] [PubMed]

63. Saettone, P.; Cifelli, M.; Migliorini, L.; Generali, G.; Santaniello, T.; Monaco, I.; Milani, P.; Franchini, M.C.
Flexible, Biodegradable and Biocompatible Supercondenser. Patent WO2020109841 (A1), 4 June 2020.

Publisher’s Note: MDPI stays neutral with regard to jurisdictional claims in published maps and institutional
affiliations.

© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1016/j.est.2019.01.008
http://dx.doi.org/10.1016/j.electacta.2013.05.018
http://dx.doi.org/10.1016/j.electacta.2015.12.056
http://dx.doi.org/10.1016/j.apsusc.2019.02.066
http://dx.doi.org/10.1088/0957-4484/24/46/465704
http://www.ncbi.nlm.nih.gov/pubmed/24157648
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	Materials and Reagents 
	Ionogel Synthesis 
	Electrode Deposition by Supersonic Cluster Beam Deposition (SCBD) 
	Morphological Characterization 
	Electrochemical Characterization 

	Results and Discussion 
	Supercapacitors Fabrication 
	Electrochemical Characterization 

	Conclusions 
	Patents 
	
	References

